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344. Mondial Top Scan 
 
We have been informed by Leisure Technical Consultants Ltd. of defects on the Mondial Top 
Scan or Top Buzz device. The cracking is located in the outrigger – chassis weldments as shown 
below.  
 

 

 
 
 
           Location of cracking 

1. Side elevation drawing showing the location of cracking. 
(Taken from the manufacturers drawing). 

Figure 2 shows the location as viewed from above,  
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2. Location of cracking on the chassis. 

 

Crack located 
on the 
underside 

 
 
A repair procedure must be obtained from Mondial prior to any repairs being carried out. 
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