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366. “Fairmatt” Type Miami Cracking  
 
We have received notification of defects on a Miami Trip rides manufactured by Fairmatt Ltd, 
Eurofab Ltd, Nottingham (UK) Ltd &FGL. Cracks have been found at the junction of the spur wheel 
mounting plate and the main arm box-section as shown in figure 1. 
 
Controllers are reminded that any weld repairs in safety related areas should be carried out by a 
suitably qualified welder and subsequently subjected to an appropriate NDT examination.  
 

 
Figure 1. 

 
The location of the cracking is indicated in the figure 2. 
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Figure 2. Corner cracking as indicated within the circles. 
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