
 

              

   

 

439. 

Inspection bodies and controllers are asked to be aware that cracking has been detected during the 

routine annual inspection of a universal joint yoke pin from an AI Industries Model V14 simulator. The 

device was manufactured in 2002. Inspection bodies should ensure that these components are included 

on the NDT schedule. 
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