
NUMBER:  A391R1039-0

DATE:  May  10 ,  1989

SUPERSEDES:
RIDES

SAFETY ALERT

Effect ive Ser ia1 Nrurber :  391-00585

Ride:FAILING STAR

t h r o u g h  3 9 1 - 0 1 0 8 9

Sub jec t : Inspec t ion  o f  SweePs

WARNING: FAII,,URE TO
CAI{ RESULT IN FAIIJURE
INiIIIRY TO PASSENGERS,

COMPIJY WITH THIS SERVICE BUIJLETIN
OF TIIE SWEEP STRUCTTIRE' CAUSING
AIID/OR BYSTNIDERS.

I t  has been determined by CHANCE RIDES, INC. that cracks can develop in
FALLING STAR sweep arm weldmenLs.

The owners of the above noted FALLING STAR amusement rides are therefore
requi red to  inspect  the i r  r ides as descr ibed in  th is  bu l le t in .  Per form
the inspect , ion-  us ing the inst ruct ions on the reverse s ide of  th is
bul le t in l  Return the Cer t i f icat ion Of  Compl iance wi th in  L5 days f rom
receipL of  t ,he bul le t in .

The inspection must be performed by quali f i_ed, personnel, cap3b19 of
understinding the functioin of the parts and their proper instal lat ion.
If t .here are anv questions regarding the instructions or t.his
inspection, contact ' the- CHANCE CUSTOMER SERVICE DEPARTMENT.



INSPECTION PROCEDIIRE

Check the front and rear sweep arm weldments for cracks as shown
fo l lowing i l lust rat ion.  Inspect  the weld and the parent  meta l
toe of  the weld.
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