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We have received a report from a UK registered inspection body that numerous areas of cracking have been found 
on the seat brackets on an Intamin Drop Tower ride. These areas of cracking were found by Visual Examination 
and Dye Penetrant Testing and are in unexpected areas.
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Intamin Drop Tower 
seat bracket cracking
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Intamin Drop Tower 
seat bracket cracking

Bracket installed on the Kart

Cracking on a vertical weld – found by DPI
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Intamin Drop Tower 
seat bracket cracking

Cracking on the rear of the bracket found visually

Cracking on the front of the bracket found visually
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