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410. Zamperla Willy the Whale cracking 

 

We have received a report from a UK registered inspection body that numerous areas of 

cracking have been found on the undulating track of a Willy the Whale device which has 

been in operation for six years. The cracking was found visually and confirmed by NDE. 

Crack lengths found range between 50mm and 300mm. 

 

 

 

 

 

  

  

   
 

 

 

 

 

 


